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Abstract: Materials from a large family of transition metal trichalcogenides (TMTCs) attract
considerable attention because of their potential applications in electronics, optoelectronics and energy
storage, but information on their toxicity is lacking. In this study, we investigated the toxicity of
ZrS3 , a prominent TMTC material, toward photoluminescent E. coli bacteria in a bioluminescence test.
We found that freshly prepared ZrS3 suspensions in physiological saline solution with concentrations
as high as 1 g/L did not exhibit any toxic effects on the bacteria. However, ZrS3 suspensions that were
stored for 24 h prior to the bioluminescence tests were very toxic to the bacteria and inhibited their
emission, even at concentrations down to 0.001 g/L. We explain these observations by the aqueous
hydrolysis of ZrS3 , which resulted in the formation of ZrOx on the surface of ZrS3 particles and the
release of toxic H2 S. The formation of ZrOx was confirmed by the XPS analysis, while the characteristic
H2 S smell was noticeable for the 24 h suspensions. This study demonstrates that while ZrS3 appears
to be intrinsically nontoxic to photoluminescent E. coli bacteria, it may exhibit high toxicity in aqueous
media. The results of this study can likely be extended to other transition metal chalcogenides, as their
toxicity in aqueous solutions may also increase over time due to hydrolysis and the formation of
H2 S. The results of this study also demonstrate that since many systems involving nanomaterials are
unstable and evolve over time in various ways, their toxicity may evolve as well, which should be
considered for relevant toxicity tests.
Keywords: zirconium trisulfide; nanotoxicity; antibacterial properties; bioluminescence test;
Escherichia coli

1. Introduction
In recent years, much effort has been devoted to investigating various two-dimensional materials,
such as graphene, hexagonal boron nitride, transition metal dichalcogenides, MXenes and many
others [1–3]. Many of these materials show promise for a great variety of applications in numerous
fields, including electronics, optoelectronics, composites and energy storage. With the increasing
prospect of incorporation of 2D materials in very diverse consumer applications, a great deal of
recent research has been focused on the assessment of their potential toxicity [4]. Understanding of
the potential toxic effects associated with 2D materials is also important in the view of their widely
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ZrS3 , including those potentially involving living organisms, warrants nanotoxicity studies of this
emerging 2D material. Here, we investigated the effect of ZrS3 dispersed in physiological (PS) solution
on photoluminescent Escherichia coli (E. coli) bacteria using a bioluminescence test [33–37].
The bioluminescence test is a highly standardized method that was employed in numerous
nanotoxicity studies [33–38]. It is based on monitoring the intensity of emission of photoluminescent
bacteria, such as Vibrio fischeri, in the presence of toxic substances. The bioluminescence intensity
decreases proportionally to the inhibition of bacteria that directly correlates to toxicity. For aqueous
suspensions of ZrS3 nanoparticles we found that their toxicity to photoluminescent E. coli bacteria
strongly depends on the time between suspension preparation and bioluminescence test. In freshly
prepared suspensions the ZrS3 nanoparticles did not exhibit any toxicity even at concentrations up
to 1 g/L. However, if suspensions were stored for 24 h prior to the tests, toxic effects were observed
at concentrations down to 0.001 g/L. We explain this observation by the slow hydrolysis of ZrS3 in
aqueous media that is accompanied by an evolution of highly toxic H2 S.
This study demonstrates that ZrS3 , while initially nontoxic to photoluminescent E. coli bacteria,
starts exhibiting appreciable toxicity over time if kept in an aqueous medium. The results of this study
can likely be extended to other transition metal chalcogenides, as their toxicity in aqueous solutions
may also increase over time due to hydrolysis and the formation of H2 S. The results of this study also
demonstrate that since many systems involving nanomaterials are unstable and evolve over time in
various ways, their toxicity may evolve as well, which should be considered for relevant toxicity tests.
2. Materials and Methods
All chemicals were purchased from Sigma-Aldrich (USA) unless noted otherwise. ZrS3 crystals
were grown by the direct reaction of stoichiometric amounts of Zr metal and S vapor in an evacuated
quartz ampule at 800 ◦ C for 48 h, as described in our previous work [39]. The crystals were
characterized by X-ray diffraction (XRD) using a PANalytical Empyrean diffractometer (Netherlands)
with Cu Kα radiation. Scanning electron microscopy (SEM) of ZrS3 crystals was performed using
a FEI Nova NanoSEM 450 scanning electron microscope (USA) at the accelerating voltage of 5 kV.
Raman spectroscopy was performed using a Thermo Scientific DXR Raman microscope (USA) with a
532 nm excitation laser and a 100× objective. XPS analysis was performed at room temperature using
a Thermo Scientific K-Alpha X-ray photoelectron spectrometer (USA) with a monochromatic Al Kα
(1486.6 eV) X-ray source and a low energy electron flood gun for charge compensation. High-resolution
XPS spectra of Zr3d and S2p were collected using a pass energy of 20 eV and a 0.1 eV step. To collect
XPS spectra of pristine ZrS3 , as-grown crystals were cleaved in air directly before introduction into
the loading vacuum chamber to minimize the contribution of surface contamination. XPS spectra
of solution-exfoliated ZrS3 crystals were recorded on samples produced by drying droplets of the
corresponding suspensions in air.
To prepare ZrS3 suspensions for nanotoxicity experiments, ZrS3 crystals were sonicated in
physiological saline solution (PS; 9 g/L NaCl aqueous solution) for 20 min to produce a homogeneous
orange suspension with a concentration of 1 g/L. Other suspensions were prepared by diluting this
ZrS3 stock suspension to concentrations of 0.0001, 0.001, 0.01 and 0.1 g/L. The nanotoxicity experiments
were performed on freshly prepared ZrS3 suspensions, which were analyzed less than 0.5 h after
preparation and the suspensions that were stored for 24 h prior to the measurements.
The laboratory glassware for sample storage and biotesting was soaked in a mixture of potassium
bichromate and sulfuric acid for about 3 h, then washed with deionized (DI) water, deacidified with a
sodium bicarbonate solution and finally washed four times with DI water and dried in an oven.
The toxicity of ZrS3 suspensions was measured by a bioluminescence technique that is generally
used for the assessment of toxic effects of nanomaterials. The procedure was similar to the widely
used bioluminescence inhibition test with Vibrio fischeri [33–37]. We monitored changes in intensity
of bioluminescence of genetically modified photoluminescent E. coli bacteria in the presence of ZrS3
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nanoparticles or other tested chemicals compared to the emission of a control sample (same bacteria in
a pure PS solution).
We used commercial recombinant E. coli K12 TG1 bacteria modified with luxCDABE genes of
photoluminescent Photobacterium leiognathi 54D10 marine bacteria. Lyophilized E. coli K12 TG1 bacteria
under the brand name Ecolum were purchased from NVO ImmunoTek (Russian Federation). Before the
nanotoxicity experiments, the lyophilized bacteria were rehydrated in a PS solution at 4 ◦ C for 30 min
and then at room temperature for 1 h. The solutions used in this study had an E. coli concentration
of about 2.5 × 107 cells/mL. In a typical bioluminescence experiment, 0.1 mL of this E. coli solution
was mixed with 0.9 mL of a ZrS3 suspension in PS. The resulting mixture was stored for 30 min prior
to the measurements, which were performed using a NIKI MLT Biotox-10 luminometer (Russian
Federation). The instrument detected bioluminescence of bacteria in the 300–600 nm spectral range
with the maximum detector sensitivity between 380 and 490 nm. Parallel measurements of the studied
and control samples were carried out. The control samples were prepared by diluting 0.1 mL of the
E. coli stock solution with 0.9 mL of PS.
We compared the toxicity of ZrS3 with that of zirconyl chloride (ZrOCl2 ·8H2 O), a common
zirconium compound. Both compounds contain Zr4+ , but while ZrS3 is practically insoluble in water
and was present in the PS suspensions as partially exfoliated particles, zirconyl chloride is water soluble.
We prepared 0.000172, 0.00172, 0.0172, 0.172 and 1.72 g/L solutions of ZrOCl2 ·8H2 O in PS, which matched
the 0.0001, 0.001, 0.01, 0.1 and 1 g/L ZrS3 suspensions, respectively, in zirconium concentrations.
Then, 0.9 mL aliquots of zirconyl chloride solutions were mixed with 0.1 mL aliquots of the E. coli stock
solution, and the resulting mixtures were stored for 30 min and used in bioluminescence experiments.
For the positive control we used sodium dichloroisocyanurate (C3 Cl2 N3 NaO3 , SDC), a compound
with well-known toxicity that is widely used as an efficient disinfectant against Gram-positive and
Gram-negative bacteria, viruses and fungi [40]. We prepared 0.0001, 0.001, 0.01, 0.1 and 1 g/L solutions
of SDC in PS, and then, 0.9 mL aliquots of these solutions were mixed with 0.1 mL aliquots of the E. coli
stock solution. The resulting mixtures were stored for 30 min and used in bioluminescence experiments.
As in the experiments with ZrS3 , the bioluminescence tests with ZrOCl2 and SDC involved control
samples prepared by diluting 0.1 mL aliquots of the E. coli stock solution with 0.9 mL aliquots of PS.
Each bioluminescence experiment was performed at least 5 times, and the averaged results
are presented.
3. Results and Discussion
Figure 1b shows an optical photograph of a reaction ampule after the ZrS3 growth, which was
performed through a direct reaction between a Zr foil and sulfur vapor at 800 ◦ C. While some
crystals form on the quartz surface (Figure 1b), most of the ZrS3 grows directly on a foil forming a
spongy material comprising disordered ZrS3 nanobelt crystals. This material was highly crystalline,
as illustrated by the XRD spectrum in Figure 1c. The peaks in the XRD spectrum are narrow and
sharp, and their positions agree well with prior literature reports for ZrS3 crystals [27,31,39,41].
A representative SEM image of the ZrS3 crystals is shown in Figure 1d. The crystals had a nanobelt
shape, which reflects their quasi-1D crystal structure (Figure 1a) with the b crystallographic direction
of 1D chains corresponding to the long axes of the crystals. Most of the as-grown ZrS3 crystals were
over 10 µm long. Figure 1e shows an optical photograph of a uniform orange suspension of exfoliated
ZrS3 crystals in PS (1 g/L) that was used for the toxicity experiments. After the sonication, the average
crystal size decreased, which is illustrated by the SEM image in Figure 1f (note that the SEM images
of ZrS3 crystals before and after sonication are shown in panels d and f, respectively, at the same
magnification). While some ZrS3 crystals retained their nanobelt shape, others were split by sonication
into randomly shaped particles with sizes of about 1 µm.
The results of bioluminescence experiments are summarized in Figure 2. In both panels the
emission of the control sample (E. coli in a pure PS solution) is indicated by the green dashed lines
at 3754 pulses/s. As expected, SDC exhibited a strong toxic effect on E. coli bacteria, which showed

Nanomaterials 2020, 10, 1401

5 of 10

Nanomaterials 2020, 9, x FOR PEER REVIEW

5 of 9

decreased photoluminescence
photoluminescence compared
compared to
to the
the control
control sample
sample for
for all
all SDC
SDC concentrations
concentrations (Figure
(Figure 2).
2).
decreased
The
decrease
in
the
bacterial
activity
was
proportional
to
the
SDC
concentration.
The decrease in the bacterial activity was proportional to the SDC concentration.
For the
the zirconium
zirconium compounds
For
compounds compared
compared in
in this
this study,
study, ZrS
ZrS33 was
was generally
generally less
less toxic
toxic than
than ZrOCl
ZrOCl22
at
all
concentrations,
regardless
of
whether
the
solutions
were
stored
for
30
min
or
24
h
prior
to their
their
at all concentrations, regardless of whether the solutions were stored for 30 min or 24 h prior to
mixing
with
E.
coli
bacteria.
In
both
cases,
the
ZrOCl
solutions
strongly
suppressed
the
bacterial
mixing with E. coli bacteria. In both cases, the ZrOCl22 solutions strongly suppressed the bacterial
activities at
concentrations above
compared to
to ZrS
ZrS33,,
activities
at concentrations
above 0.01
0.01 g/L
g/L (Figure
(Figure 2).
2). The
The higher
higher toxicity
toxicity of
of ZrOCl
ZrOCl22 compared
especially
for
the
freshly
prepared
solutions
(Figure
2a),
can
be
explained
by
its
solubility
in
aqueous
especially for the freshly prepared solutions (Figure 2a), can be explained by its solubility in aqueous
media. Even
Even though
though all
all these
these samples
samples contained
contained same
same amounts
amounts of
of zirconium,
zirconium, in
in the
the solutions
solutions of
of
media.
water-soluble
ZrOCl
all
Zr(IV)
was
available
for
interaction
with
the
bacteria
in
a
form
of
aqueous
2
water-soluble ZrOCl2 all Zr(IV) was available for interaction with the bacteria in a form of aqueous
complexes. On
most
Zr(IV)
in the
suspensions
waswas
in the
3 3isisinsoluble
complexes.
On the
the contrary,
contrary,since
sinceZrS
ZrS
insolubleininwater
water
most
Zr(IV)
in the
suspensions
in
bulkbulk
of ZrS
particles
andand
thusthus
diddid
not not
directly
interact
withwith
the the
bacteria.
the
of 3ZrS
3 particles
directly
interact
bacteria.
The toxic
toxic effects
effects were
suspensions that
that were
were stored
stored for
30 min
min or
or 24
24 h
h
The
were very
very different
different for
for the
the ZrS
ZrS33 suspensions
for 30
prior
to
their
mixing
with
the
bacteria.
Freshly
prepared
ZrS
suspensions
did
not
exhibit
any
toxicity
prior to their mixing with the bacteria. Freshly prepared ZrS33 suspensions did not exhibit any toxicity
to the
thethe
entire
tested
concentration
range
(Figure
2a). 2a).
In fact,
to
the photoluminescent
photoluminescentE.E.coli
colibacteria
bacteriaacross
across
entire
tested
concentration
range
(Figure
In
for
all
studied
concentrations
we
observed
a
considerable
stimulating
activity
of
ZrS
nanoparticles
3
fact, for all studied concentrations we observed a considerable stimulating activity
of ZrS3
on the bioluminescence
of E. coli, as of
allE.emission
were
higher
than
for the
nanoparticles
on the bioluminescence
coli, as allvalues
emission
values
were
higher
thancontrol
for the sample
control
at
3754
pulses/s.
However,
the
ZrS
suspensions
that
were
stored
for
24
h
prior
to
the
experiment
3
sample at 3754 pulses/s. However, the ZrS3 suspensions that were stored for 24 h prior to the
suppressed suppressed
the bioluminescence
of E. coli even
at coli
a concentration
as low as 0.001
g/Las
(Figure
experiment
the bioluminescence
of E.
even at a concentration
as low
0.001 2b),
g/L
indicating
high toxicity.
(Figure
2b),their
indicating
their high toxicity.

Figure 2. E. coli luminescence values in (a) as-prepared (0.5 h) and
and (b)
(b) 24
24 hh solutions
solutions of
of ZrS
ZrS33, ZrOCl
ZrOCl22
Cl22N
N33NaO
NaO3.3 .For
ForZrOCl
ZrOCl2 2solutions,
solutions,the
theconcentrations
concentrationswere
were0.000172,
0.000172,0.00172,
0.00172, 0.0172,
0.0172, 0.172
0.172 and
and C33Cl
1.72 g/L, so that they matched the 0.0001, 0.001, 0.01, 0.1 and 1 g/L ZrS
ZrS33 suspensions in the zirconium
respectively.
concentrations, respectively.

It should
be noted
suspensions that
that were
were stored
stored for
for 24
24 h
h produced
produced aa mild
mild but
but
It
should be
noted that
that the
the ZrS
ZrS33 suspensions
noticeable smell
smellof
ofHH2S,
whichcan
can
form
a result
of aqueous
hydrolysis
of3.ZrS
its
2 S,which
3 . Because
noticeable
form
as as
a result
of aqueous
hydrolysis
of ZrS
Because
of its of
well-

known toxic effects, hydrogen disulfide forming in aqueous ZrS3 suspensions over time could be
responsible for their increased toxicity. Since the hydrolysis of ZrS3 is accompanied by the formation

Nanomaterials 2020, 10, 1401

6 of 10

well-known toxic effects, hydrogen disulfide forming in aqueous ZrS3 suspensions over time could be
responsible
increased
toxicity. Since the hydrolysis of ZrS3 is accompanied by the formation
Nanomaterials for
2020,their
9, x FOR
PEER REVIEW
6 of 9
of zirconium oxide (ZrOx ) on the surface of nanoparticles, we investigated this process using XPS
of zirconium
oxide (ZrOx) on the surface of nanoparticles, we investigated this process using XPS
(Figure
3).
(Figure
3). 3a shows XPS Zr3d spectra of pristine ZrS3 crystals and the ZrS3 nanoparticles stored in
Figure
Figuremedium
3a showsfor
XPS
spectra
of pristine
ZrS3 two
crystals
and
the ZrS
nanoparticles
an aqueous
24 Zr3d
h. The
top spectrum
shows
peaks
located
at3 181.16
eV and stored
183.55 in
eV,
an aqueous
for 24 h. to
The
top
spectrum
shows
two
peaks
located
at
181.16
eV
and
183.55
eV,
both
of whichmedium
can be assigned
ZrS
[42].
The
XPS
Zr3d
spectrum
of
the
ZrS
nanoparticles
stored
in
3
3
both
of
which
can
be
assigned
to
ZrS
3 [42]. The XPS Zr3d spectrum of the ZrS3 nanoparticles stored
an aqueous medium can be deconvoluted into two doublet peaks. In addition to the same doublet
in an in
aqueous
be deconvoluted
two3adoublet
peaks.
addition
to the same doublet
found
pristinemedium
ZrS3 , thecan
bottom
spectrum in into
Figure
also shows
theIn
Zr3d
3/2 and Zr3d5/2 components
found
in
pristine
ZrS
3, the bottom spectrum in Figure 3a also shows the Zr3d3/2 and Zr3d5/2
of ZrOx at 182.52 eV and 184.95 eV, respectively. The spin-orbit doublet splittings for ZrS3 and ZrOx
components
of 2.43
ZrOxeV,
at respectively
182.52 eV and
184.95
eV,these
respectively.
The spin-orbit
doubletofsplittings
are
2.39 eV and
[43].
Thus,
spectra confirm
the formation
ZrOx on for
the
ZrS
3 and ZrOx are 2.39 eV and 2.43 eV, respectively [43]. Thus, these spectra confirm the formation of
surface of ZrS3 nanoparticles. The XPS S2p spectrum contains signals from sulfur located in the sulfide
on the
surface(Sof 2−
ZrS3 nanoparticles. The XPS S2p spectrum contains signals from sulfur located
2− ) xand
(SZrO
disulfide
2 ) species. The spectrum shown in Figure 3b was fitted using two doublet
2−
in the The
sulfide
(S ) and
disulfide
22−) species. The spectrum shown in Figure 3b was fitted using two
peaks.
binding
energies
of S2p(S1/2
and S2p3/2 for the sulfide are 161.55 eV and 162.65 eV, respectively.
doublet peaks. The binding energies of S2p1/2 and S2p3/2 for the sulfide are 161.55 eV and 162.65 eV,
The disulfide group peaks are located at 162.76 eV and 163.85 eV. The intensity ratio of two sulfur
respectively. The disulfide group peaks are located at 162.76 eV and 163.85 eV. The intensity ratio of
components is a characteristic value for ZrS3 and should be equal to 2. The calculated ratio of the fitted
two sulfur components is a characteristic value for ZrS3 and should be equal to 2. The calculated ratio
S2 2− /S2− peaks is 1.85, which is in good agreement with literature data [42].
of the fitted S22−/S2− peaks is 1.85, which is in good agreement with literature data [42].
We also compared the as-grown ZrS3 crystals with the solution-exfoliated ZrS3 nanoparticles by
We also compared the as-grown ZrS3 crystals with the solution-exfoliated ZrS3 nanoparticles by
Raman spectroscopy, see the inset in Figure 3b. The Raman spectrum of pristine ZrS3 crystals confirms
Raman spectroscopy, see the inset in Figure 3b. The Raman spectrum of pristine ZrS3 crystals
their high quality and crystallinity, showing very sharp and well-resolved peaks at about 148, 277,
confirms their high quality and crystallinity, showing very sharp and well-resolved peaks at about
317 and 526 cm−1 in accordance
with previous studies [32,44]. The spectrum of ZrS3 nanoparticles
148, 277, 317 and 526 cm−1 in accordance with previous studies [32,44]. The spectrum
of ZrS3
from a freshly prepared suspension is nearly identical to that of the as-grown crystals, demonstrating
nanoparticles from a freshly prepared suspension is nearly identical to that of the as-grown crystals,
that while the sonication decreased the average size of particles (see Figure 1d,f), their structure and
demonstrating that while the sonication decreased the average size of particles (see Figure 1d,f), their
crystallinity were not much affected. The Raman spectrum of ZrS3 nanoparticles from a suspension
structure and crystallinity were not much affected. The Raman spectrum of ZrS3 nanoparticles from
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The XPS results confirm the formation of ZrOx due to the aqueous hydrolysis of ZrS3, which is
accompanied by the evolution of H2S. It is plausible that toxic H2S is responsible for the increased
toxicity of ZrS3 suspensions stored for 24 h (Figure 2b). The increased bioluminescence observed for
the freshly prepared ZrS3 suspensions could also be related to the formation H2S that is initially
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The XPS results confirm the formation of ZrOx due to the aqueous hydrolysis of ZrS3 , which is
accompanied by the evolution of H2 S. It is plausible that toxic H2 S is responsible for the increased
toxicity of ZrS3 suspensions stored for 24 h (Figure 2b). The increased bioluminescence observed for
the freshly prepared ZrS3 suspensions could also be related to the formation H2 S that is initially formed
in very small quantities. Other studies reported that low concentrations of hydrogen disulfide may
exhibit stimulation of bacteria and protect them against oxidative stress [45,46], which is a common
toxicity mechanism for nanoparticles. As the H2 S concentration increases over the 24 h storage period,
the ZrS3 suspensions become highly toxic to bacteria, which we observed experimentally.
4. Summary
This work reports the first nanotoxicity study of materials from a large TMTC family. More specifically,
we investigated the toxicity of ZrS3 , a prominent TMTC material, toward photoluminescent E. coli
bacteria in a bioluminescence test. We investigated the solution exfoliation of ZrS3 and prepared
aqueous suspensions of ZrS3 nanoparticles with concentrations ranging from 0.0001 to 1 g/L. We found
that freshly prepared ZrS3 suspensions with concentrations as high as 1 g/L did not exhibit any toxic
effects on the bacteria and, on the contrary, stimulated their activity. However, ZrS3 suspensions that
were stored for 24 h prior to the bioluminescence tests were very toxic to the bacteria and inhibited
their emission even at concentrations down to 0.001 g/L. We explain these observations by the aqueous
hydrolysis of ZrS3 , which resulted in the formation of ZrOx on the surface of nanoparticles and the
release of toxic H2 S. The formation of ZrOx was confirmed by the XPS analysis, while the characteristic
H2 S smell was noticeable for the 24 h suspensions. Hydrogen disulfide could be responsible for the
bacterial stimulation in the freshly prepared ZrS3 suspensions, because at small concentrations H2 S
was shown to protect bacteria against oxidative stress [45,46], which is widely regarded as a common
nanoparticle-induced toxicity mechanism. However, as more H2 S was released during the hydrolysis
of ZrS3 over a 24 h period, the suspensions became toxic to the bacteria.
This study demonstrates that ZrS3 suspensions, while initially nontoxic to photoluminescent E. coli
bacteria, start exhibiting appreciable toxicity over time. The results of this study can likely be extended
to other transition metal chalcogenides, as their toxicity in aqueous solutions may also increase over
time due to hydrolysis and the formation of H2 S. The results of this study also demonstrate that since
many systems involving nanomaterials are unstable and evolve over time in various ways, their toxicity
may evolve as well, which should be considered for relevant toxicity tests.
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