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1. Introduction 

Particle-reinforced metal matrix composites (MMCs) have 
been used in space, automotive, and aircraft industries due to 
their lightweight, high-strength and high-temperature capac-
ity [1–5]. The thermomechanical behavior of this two-phase 
material is regulated by its microstructures such as particle 
properties, size and distribution. Several models have been 
developed to predict the effective material properties of parti-
cle-reinforced MMCs using the homogenization theories such 
as Voigt approximation, Reuss approximation, Mori–Tanaka 
(M–T) method [6], and the interpolative double-inclusion (D-
I) method [7]. The M–T theory has been proven to provide 
reasonable predictions for the effective material properties of 
two-phase composites. Ziegler et al. [8] used the M–T method 
to predict the elastic properties of metal/ceramic composites 
with lamellar microstructures, validated by the experimen-
tal data. Doghri and Friebel [9] estimated the effective elasto-
plastic properties of SiC whisker-reinforced aluminum matrix 
composites with various volume fractions, aspect ratios and 
orientations. The results from the M–T theory were consistent 
with the experimental data. Duschlbauer et al. [10] presented 
an extended M–T scheme for modeling the linear thermoelas-
tic and thermophysical behavior of carbon fiber reinforced 

copper matrix composites, which in agreement with the finite 
element simulation results. However, the M–T theory failed to 
provide good estimates for the localization effect induced by 
the microstructures. 

Finite element method (FEM) is capable of identifying the 
local response of the material. A common practice to estimate 
the bulk and local responses of composite material is to use a 
unit cell reinforced by a single fiber, whisker or particle sub-
jected to periodic and symmetric boundary conditions [11–15]. 
This FE-based approach demands fine mesh at the reinforce-
ment–matrix interface, which led to the need of high end com-
puter as well as costly computation time. Even so, it failed to 
capture the effect of complex morphology and spatial distribu-
tion of the reinforcement, especially for short fiber or irregu-
lar particle reinforced matrix. Segurado et al. [16] developed a 
unit cell model containing 49 particles to investigate the effect 
of spatial distribution of particles on the elastic response of 
MMCs. The particles, modeled as spheres, were incorporated 
with various level of clustering quantified by a radial distri-
bution function. They observed the significant local stress con-
centrations depending on the level of clustering. Llorca and 
Segurado [17] used a unit cell model containing 30 non-over-
lapping identical spheres to study the tensile deformation of 
particle-reinforced MMCs. Results showed that the strain  
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The objective of this paper was to predict the thermomechanical behavior of 2080 aluminum alloy reinforced 
with SiC particles using the Mori–Tanaka theory combined with the finite element method. The influences of 
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duced local stress and strain field was obtained through the numerical models of the representative volume el-
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lus, Poisson’s ratio and CTE of the composite. Stiffer particles could improve the effective Young’s modulus of 
the composite, while the overall sensitivity of the effective Poisson’s ratio and CTE with respect to the parti-
cle stiffness was minimal. Particles with larger aspect ratio generally led to a composite with increased effective 
Young’s modulus, as well as reduced Poisson’s ratio and CTE. The overall material properties of the compos-
ite were insensitive to the particle aspect ratio beyond 10. The particle orientations significantly impacted the ef-
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concentration in the matrix was localized in regions between 
spheres which closely packed along the loading axis. Chawla 
et al. [18] presented a reconstructed 3D microstructure of SiC 
particle-reinforced aluminum composites. The localized stress 
and plasticity was observed due to the sharp and angular na-
ture of irregular particles. 

In this work, we combine the computational efficiency 
of the M– T theory with the local characterization of the FE 
method to predict the thermomechanical behavior of 2080 alu-
minum (Al) alloy reinforced with SiC particles. A 3D repre-
sentative volume element (RVE) containing 30 random dis-
tributed particles will be developed to estimate the local and 
global response of MMCs. The influences of particle volume 
fraction, stiffness, aspect ratio and orientation will be exam-
ined in terms of effective Young’s modulus, Poisson’s ratio 
and coefficient of thermal expansion (CTE) of the composite. 
The stress and strain field around microstructures will be used 
to enhance the understanding of the global mechanical behav-
ior. This work could help engineer to make design decisions 
on the composite configuration, and guide to engineering a 
material’s microstructure to obtain desirable characteristics. 

2. Finite element modeling 

The microstructure of the 2080 aluminum alloy reinforced 
with SiC particles is represented by a three-dimensional RVE 
(1 mm each side), as shown in Figure 1a. Thirty identical SiC 
particles are assumed as sphero-cylinder shape and random 
dispersed. The particle centers are generated using the ran-
dom sequential adsorption algorithm [19], with identical prob-
ability of orientation. The particle diameter depends on the 

particle volume fraction Vp and aspect ratio Ar. In the baseline 
model, the particle volume fraction is set as 10%, and aspect 
ratio is chosen as 5. Then the particle diameter is calculated as 
0.1 mm. The material properties of SiC particles are adopted 
with Young’s modulus Ep = 410 GPa, Poisson’s ratio νp = 0.19 
and CTE p = 4.3e–6 K–1 [20]. The material properties of Al al-
loy matrix are taken from published experimental test as Em 
= 74 GPa, νm = 0.33 and m = 2.5e–5 K–1 [2]. The two phases 
are meshed with modified 10-node tetrahedral elements with 
hourglass control (C3D10M), as shown in Figures 1b and 1c. 
A mesh convergence study is conducted and the minimum 
mesh size of 0.05 mm is chosen. Periodic boundary conditions 
are imposed to the RVE faces [21]. A uniform 2% strain is ap-
plied to the model along the x-direction. A temperature rise of 
100 °C is also applied. The effective material properties of the 
above described SiC particle-reinforced 2080 aluminum alloy 
are also predicted using the M–T homogenization theory. 

3. Mori–Tanaka theory 

The considered RVE (domain ω) contains a matrix phase, 
denoted by a subscript 0, and an inclusion phase, represented 
by a subscript 1. The volume fractions (Vi) of these two phases 
led to V0 + V1 = 1. 

In isothermal linear elasticity, the mean strain over all in-
clusions is related by [22] 

〈ε〉ω1
 = Aε : 〈ε〉ω = Bε : 〈ε〉ω0

            (1) 

where a colon designates a tensor product contracted over two 
indices and the brackets 〈 〉 represent a volume average. Aε 
and Bε are two strain concentration tensors which have the fol-
lowing relationship: 

Aε = Bε : [V1Bε + (1 – V1)I ]–1             (2) 

where I designates the fourth-order symmetric identity tensor. 
For M–T model, the strain concentration tensor Bε is given by 

Bε = Hε (I, C0, C1) = {I + ξ(I,c0) : [(C0)–1 : C1 – I ]}–1        (3) 

where ξ(I,c0) is Eshelby’s tensor and depends on the geome-
try of inclusion and matrix stiffness. In thermo-elasticity, the 
mean strain over all inclusions is related to the macroscopic 
strain E and a uniform change in temperature ΔT as 

〈ε〉ω1
 = Aε : E + aε ΔT                    (4) 

with Aε identical to the linear elastic case and 

aε ≡ (Aε – I) : (C1 – C0)–1 : (β1 – β0)                     (5)  

Figure 1. RVE with random distributed sphero-cylinder shaped particles: (a) geometry, (b) meshed particles only, and (c) meshed RVE. 

Figure 2. Comparisons among the M–T theory, FE model, and the ex-
perimental data [20]. 
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E = V0〈ε〉ω0
 + V1〈ε〉ω1

                (6) 

where β = –C: and  is the CTE. Per the assumed isotropy, ij 
= δij, with δij being Kronecker’s symbol. 

Then the effective bulk response of the composite can be 
predicted: 

〈σ〉 = C‾ : E + β‾ΔT   (7) 

where the effective bulk stiffness C‾  is obtained as 

C‾ = [V1C1 : Bε + (1 – V1)C0 ] : [V1Bε + (1 – V1)I ]–1               (8) 

and the effective CTE as 

‾ = –C‾–1 : β‾                                     (9) 

where 

β‾ = V0β0 + V1β1 + V1(C1 – C0) : aε                  (10) 

4. Results and discussions 

4.1. Validation 

The published experimental data on the SiC particle-rein-
forced 2080 aluminum alloy [20] has been used to validate our 
M–T and FE models. The comparative results are shown in 
Figure 2. It is clear that the predictions of the effective Young’s 
modulus of the composite using both M–T and FE mod-
els were practically superposed for the particle volume frac-
tion up to 30%. However, the FE analysis was much more time  

Figure 3. Variation of the effective material properties with change in particle elastic modulus (particle aspect ratio Ar = 5 and orientation of ran-
dom 3D). 

Figure 4. Stress distribution of S11 for particles with elastic modulus: (a) Ep = 410 GPa and (b) Ep = 1010 GPa. 
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consuming, which took over 8750 s for the case of 10% par-
ticle volume fraction running on a Dell T3500 double quad-
core Xeon W3550 processor, while it only need less than 1 s us-
ing M–T method. The results obtained from both M–T and FE 
models were lower than the documented experimental results. 
The discrepancies increased with higher particle volume frac-
tion. It was 8.4% with the particle volume fraction of 30%. This 
could attribute to the numerical simplifications such as con-
stant aspect ratio, idealized 3D random orientation and per-
fect matrix–particle bonding. A similar underestimate of elas-
tic modulus by simulations has also been observed for the case 
of unidirectional carbon fiber reinforced silicone matrix sub-
jected to transverse loading [23]. 

4.2. Influence of particle stiffness 

For the random dispersed particles with a fixed aspect ratio 
of 5, the variation of particle materials (elastic modulus Ep rang-
ing from 210 GPa to 1010 GPa) resulted in the alternations in 
the effective Young’s modulus, Poisson’s ratio and CTE of the 
MMCs (Figure 3). It was observed that the effective Young’s 
modulus of the composite increased with stiffer particle as well 
as a higher particle volume fraction. The higher sensitivity oc-
curred for particle volume fraction greater than 10%. There 
was a maximum 36.8% increase in the effective Young’s modu-
lus when particle modulus increased from 210 GPa to 1010 GPa 
at the 30% particle volume fraction. The growth rate in effec-
tive Young’s modulus decreased with the larger particle mod-
ulus. For a particle volume fraction of 10%, the growth rate of 
effective Young’s modulus per every 200 GPa was only 1.2% at 
the particle modulus of 810 GPa, compared to 5.6% at 210 GPa. 
Minimal sensitivity of the effective Poisson’s ratio with respect 
to the particle modulus was observed, as shown in Figure 3b. 
The total increase of the effective Poisson’s ratio was only 1.0% 
at the 30% particle volume fraction when the particle modulus 

increased from 210 GPa to 1010 GPa. The decreasing trend in 
the effective CTE with the higher particle volume fraction was 
also observed, as plotted in Figure 3c. The CTE decreased ap-
proximately 27.5% as the particle volume fraction increased 
from 0% to 30%. When particle modulus increased from 210 
GPa to 1010 GPa, there was a maximum 10.2% reduction in the 
effective CTE. This could be attributed to the much larger mod-
ulus and lower CTE of particles compared to that of metal ma-
trix. The decrease rate of the effective CTE slowed down with 
the stiffer particle. For the particle volume fraction of 10%, there 
was only a 0.5% reduction in CTE during the increase of particle 
modulus from 810 GPa to 1010 GPa, compared to the 1.9% re-
duction from 210 GPa to 410 GPa. 

The influence of particle modulus on the effective Young’s 
modulus, Poisson’s ratio, and CTE of the MMCs could be ex-
plained by the load sharing capacity of the two-phase material, 
as presented in Figures 4 and 5, respectively. The microstruc-
tures with particle modulus of 410 GPa and 1010 GPa were 
used to demonstrate the local stress and strain field. The con-
tour plots of the stress component S11 along the loading direc-
tion (Figure 4) has shown that the stiffer particles shared more 
loads when the composite subjected to the same external load-
ing, There was a 74.6% increase in the peak stress component 
S11 when particle modulus increased from 410 GPa to 1010 GPa. 
The maximum stress occurred in the middle portion of the par-
ticle, which was consistent with other local stress observations 
[24]. It was also noted that the maximum principal strain field 
in the vicinity of particles was up to three times higher than that 
far away from the particle–matrix interfaces. This highstrain 
region due to the interface effect enlarged with the increase of 
particle modulus. This implies a potential early debonding [25]. 

4.3. Influence of particle aspect ratio 

The effective material properties of the composite are also 
affected by the aspect ratio of the particles Ar, defined by the 
major diameter vs. minor diameter of the particle. Five com-
posites with various particle aspect ratios (Ar = 1, 5, 10, 15 and 
20) were considered here under the condition of having fixed 
particle modulus Ep = 410 GPa and random 3D distribution of 
particles. The comparative results of M–T method were shown 
in Figure 6. 

Particles with larger aspect ratio proved to be more efficient 
in composite stiffness enhancement. As particle aspect ratio in-
creased from 1 to 10 with a particle of volume fraction of 30%, 
there was a maximum 4.5% increase in the effective Young’s 
modulus, and 1.3% and 3.1% of decreases in the effective Pois-
son’s ratio and CTE, respectively. The material properties of 
the composite were almost unchanged for particle aspect ratio 
beyond 10. This saturation of reinforcing effect for large parti-
cle aspect ratio was also known as the classic ‘‘shear-lag’’ be-
havior, which described the limiting effect of the small ratio 
of matrix modulus to particle modulus on the reduction of the 
load transfer efficiency between phases [26]. In contrast, the ef-
fective material properties of MMCs were sensitive to parti-
cle volume fraction even with larger aspect ratio. There was 
a maximum 62.6% increase, 10.5% and 32.1% of decreases in 
the effective Young’s modulus, Poisson’s ratio, and CTE, re-
spectively, when particle volume fraction increased from 0% 
to 30% with the particle aspect ratio of 20. 

Probability distributions of stress component S11 for parti-
cles with aspect ratio Ar = 5 and Ar = 20 was obtained from 
our FE simulations and shown in Figure 7. It was obvious that 
the most frequently occurring stress for these two cases ap-
peared within the same range, and this peak probability mag-
nitude increased with a larger particle aspect ratio. The maxi-
mum probability of 10.7% occurred at 2125.5 MPa for particles 
with aspect ratio Ar = 5 and it was 15.7% at 2013.5 MPa for 
particles with aspect ratio Ar = 20. The tail region of least  

Figure 5. Maximum principal strain distribution in the RVE with par-
ticle modulus: (a) Ep = 410 GPa and (b) Ep = 1010 GPa.   
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frequently occurring stress values for the composite with par-
ticle aspect ratio of 20 extended to 6978.6 MPa, i.e. the peak 
stress value of the composite, which was 21.3% higher than 
that with aspect ratio of 5. It demonstrated that the particle as-
pect ratio significantly altered the peak stress component and 
the stress distributions. 

4.4. Influence of particle orientation 

The orientation of the dispersed particles is also an impor-
tant aspect which could influence the effective material prop-
erties of the composite. In this section, we investigated three 
different particle orientations: perfect alignment, also referred 
to as unidirection, planar orientation state, also called random 
2D, and three-dimensional orientation state, also known as 
random 3D. The results of M–T method considering constant 
particle elastic modulus Ep = 410 GPa and aspect ratio Ar = 5 
were depicted in Figure 8. 

Figures 8a and 8b show the influence of particle orientation 
on the effective Young’s modulus of the composites in the longi-
tudinal and transverse directions, respectively. It was noted that 
the effective modulus in the longitudinal direction (E11) was 
strongly dependent on the particle orientation. For the unidi-
rection case, the effective modulus in the longitudinal direction 
was 19.9% and 26.4% higher than the random 2D and random 
3D cases. However the reinforcement of the longitudinal mod-
ulus was at the expense of the transverse modulus. The effec-
tive transverse modulus for the unidirection case was reduced 
by 0.8% and 4.7% compared with the random 2D and random 
3D cases. The dependence of effective modulus on the particle 
orientation was much weaker in the transverse direction.  

The variation of the effective Poisson’s ratio of the compos-
ite in both the longitudinal and transverse directions with re-
spect to particle orientations was plotted in Figures 8c and 8d, 
respectively. It was interesting to note that, in the case of uni-
direction case, the effective Poisson’s ratio ν12 increased non-

Figure 6. Variation of the effective material properties with change in particle aspect ratio (particle elastic modulus Ep = 410 GPa and orientation 
of random 3D). 

Figure 7. Probability distributions of the stress component S11 for par-
ticles with aspect ratio Ar = 5 and Ar = 20. 
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linearly with the increase of particle volume fraction from 0% 
to 30%. This nonlinearity was mainly due that the increase 
in lateral strain was slower than the increase in longitudinal 
strain. In contrast, this phenomenon did not exist for the 2D 
or 3D random orientation cases. There was a maximum 11.8% 
and 9.6% decrease of the effective Poisson’s ratio ν12 for 2D 
and 3D random orientation cases, respectively. The effective 
Poisson’s ratio ν23 was less sensitive to particle orientations. 
Compared to particle orientation with random 2D, there was 

only a 3.5% and 4.7% decrease in ν23 for random 3D and unidi-
rectional states. 

Figures 8e and 8f show the predictions of the effective CTE 
in the longitudinal and transverse directions, respectively. A 
significant decrease was observed for both 11 and 22 with 
the increase of particle volume fraction from 0% to 30%. The 
longitudinal CTE a11 was more sensitive to particle orienta-
tion than the transverse CTE 22. There was a maximum 49.0% 
decrease of 11 for unidirectional state while the maximum 

Figure 8. Variation of the effective material properties with change in particle orientation (particle elastic modulus Ep = 410 GPa and aspect ratio 
Ar = 5).  
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decrease of 22 was 31.0% for random 3D state. A definite 
anisotropy in CTE has been observed for random 2D and uni-
directional orientation states. The difference between the lon-
gitudinal CTE a11 and transverse CTE 22 in these two cases 
was 35.6% and 21.4%, respectively. 

5. Conclusion 

The thermomechanical behavior of 2080 aluminum alloy 
reinforced with SiC particles was investigated through the 
M–T method. The RVE models were developed to reveal mi-
crostructure induced local stress and strain responses for bet-
ter interpretation of the behavior of MMCs. The modeling 
framework was verified by the published experiment [20]. The 
validated model was then used to further characterize the im-
pact of the particle volume fraction, stiffness, aspect ratio and 
orientation on the macroscopic properties of MMCs. 

It was found that particle volume fraction had significant 
impact on the thermomechanical behavior of the composite. 
Stiffer particles could improve the effective Young’s modu-
lus, while the overall sensitivity of the effective Poisson’s ra-
tio and CTE with respect to the particle stiffness was minimal. 
Particles with larger aspect ratio generally led to a composite 
with increased effective Young’s modulus, as well as reduced 
Poisson’s ratio and CTE. For particle aspect ratio larger than 
10, the overall material properties were almost unchanged. 
The particle orientations strongly impacted the effective ma-
terial properties of MMCs, especially along the longitudinal 
direction. Random 3D dispersed particles exhibited the effec-
tive isotropic behavior, whereas anisotropy has been observed 
for random 2D and unidirection orientation cases. It should 
be noted that the enhancement of MMC behaviors due to the 
particles with increased stiffness or aspect ratio were at the ex-
pense of local stress concentrations, which might initiate the 
failure of materials. 

This work provided a fundamental understanding of the 
impact of microstructure on the bulk behavior of MMCs, 
which could be used to guide the optimization of the com-
posite configuration to achieve desirable thermomechanical 
properties.  
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